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THERMOGRAVIMETRIC INVESTIGATIONS ON THE THERMAL
DESTRUCTION OF POLYETHYLENETEREPHTHALATE (in German)
J. Zurakowska-Orszagh and St. Kobiela (Poland)

STUDY ON THERMAL DEGRADATION OF POLYPYROMELLITI-
MIDE SERIES. (in English)

R. Krzyszowska (Poland)

THERMAL DECOMPOSITION STUDIES OF SODIUM AND
POTASSIUM METHACRYLATES AND POLYMETHACRYLATES

{in Russian)

J. L. Cotter, G. J. Knight and W. W. Wright (UK}

THERMAL DEGRADATION OF PERFLUOROALKYLENE-LINKED
POLYIMIDES (in English}

1. Nagy, T. Gaber and E. Brandt-Petrik {Hungary)
INVESTIGATION OF PVC-LUBRICANT SYSTEMS (in Russian)

R. M. Aseeva, A. A, Berlin, Z. S. Kazakova and S. M. Mezhikovsky
{USSR)

STUDY OF THE DECOMPOSITION OF POLYMER PRODUCTS OF
AZOCOUPLING REACTION OF AROMATIC BIS (DIAZONIUM
SALTS) AND AROMATIC ODIAMINES

Gyurkovics and
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E. Burrell and I S. Crighton (England)

A HiGH PRESSURE DIFFERENTIAL THERMAL ANALYSIS SYSTEM
FOR THE STUDY OF AQUEOUS ¢-KERATIN SYSTEMS (in English)
S. Fazekas, I Porubszky, |. Kasa and V. Székessy-Hermann
(Hungary)

THERMOANALYTICAL INVESTIGATIONS ON MYOSIN AND
MYOFIBRIL OF SLOW AND FAST MUSCLE OF NORMAL AND
VITAMIN E DEFICIENT RABBITS (in English)

G. Domburg, G. Rossinskajo and V. Sergeeva (USSR)

STUDY OF THERMAL STABILITY OF g-ETHER BONDS IN LIGNIN
AND TS MODELS (in English)

3. Blahq, P. Cerny and |. Blazi¢ek {Czechoslovakia)

PYROLYTICAL DETERMINATION OF PHYSICALLY-CHEMICAL
STRUCTURE OF OXICELLULOSE (in English)

M. Kesik, V. Reiser and P. Kovaé {Czechoslovakia)

THERMAL DEGRADATION OF A SERIES OF MONO-O-METHYL-
-D-GLUCOSE DERIVATIVES (in English)

E. M. Varju (Hungary)

SOME STUDIES OF THE DRY-ASHING PREPARATION METHOD
OF PLANT MATERIAL BY THERMOANALYTICAL PROCEDURE

(in English}

A. O. Wist, J. Funt and J. Magill (USA)

A NEW THERMAL ANALYSIS METHOD TO STUDY THE THERMO-
CHEMISTRY OF SOLIDS (in English)

G. V. Belova, A. A. Berlin, R. M. Asecva, |
K. A. Suhodrovskaja {USSR)
DERIVATOGRAPHIC INVESTIGATION OF SOME POLYMERS WITH
CONJUGATED SYSTEM

H. G. Langer and T. P. Brody (USA)

FORMATION OF DIOXINS AND OTHER CONDENSATION
PRODUCTS FROM CHLORINATED PHENOLS BY DIFFERENTIAL
THERMAL ANALYSIS (in English)

A. Kettrup and K. Striegler (GFR)

ENTHALPY OF FORMATION OF THE ADDITION OF SbCl; TO
ACETOACETANILIDES

Z. Adonyi, G. Kérési, E. Vamos and 1. Valasek (Hungary)
CORRELATION BETWEEN THE THERMAL AND TRIBOLOGICAL
PROPERYTIES OF CHLORINE- AND SULPHUR- CONTAINING
EXTREME PRESSURE ADDITIVES (in English)

O. Kaposi, A, B. Kiss, M. M. Riedel and T. Deutsch {Hungary}
STUDY OF THE HOMOGENEQOUS AND HETEROGENEOUS
PYROLITIC DECOMPOSITION OF BROMINATED METHANE
DERIVATIVES {in English)

M. Fodor, F. Molndr and Z. Poké (Hungary)

THERMAL DECOMPOSITION OF RARE EARTH ACETYLACETONA-
TES (in English)

2. Poké, L. Bakos and M. Fodor (Hungary)

THERMOANALYTICAL STUDIES OF TRANSITION METAL AND
RARE EARTH HEXAFLUORQACETYLACETONATES AND RELATED
COMPOUNDS (in English)

R .Grobelny and B. Jezowska-Trzebiatowska (Poland}

THERMAL PROPERTIES OF IRON (i) AND RUTHENIUM (il
S-DIKETONATES (in English}

P. Kralik and M. Hrdina {Czechoslovakia)

DIFFERENTIAL CALORIMETRIC STUDY OF UNSATURATED
SULPHONES OF THE 5-NITROFURAN SERIES (in English}

J. Réth, Z. Halmos. and T, Meisel (Hungary)

THERMAL PROPERTIES OF AMMONIUM SALTS OF FATTY ACIDS
(in English)

. Vanesé-Simeresanyi {Hungary)

THERMAL PROPERTIES OF METAL COMPLEXES OF CHLORINAT-
ED DICARBOXYLIC ACIDS (in English)

T. Meisel, Cs. Mélykiti ond Z. Halmos

THERMAL DECOMPOSITION OF SOME HEAVY TRANSITION
METAL BENZENE SULPHONATES {in English)

1. Gyére ond M. Ecet (Hungary)

THERMAL BEHAVIOUR OF PHENYLALANINE AND AMINO-
PHENYLALANINE (in English)

R. Swierczek (Poland)

THERMOCHEMICAL PROPERTIES OF CARBON BLACK

{in German)

L. Pharberov ond
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G. C. Maiti, M. L. Kundu, S. K. Ghosh and B. K. Baner,ec (India)
USE OF HIGH TEMPERATURE X-RAY DIFFRACTOMETRY ON THE
STUDY OF THE THERMAL DECOMPOSITION OF THE FORMATES
OF NICKEL AND COPPER (in English)

N. A. Lapina and V. S. Ostrovskii (USSR)

THERMAL ANALYSIS OF ORGANIC MATTER AND CARBON
STRUCTURE (in Russion)

R. J. Krzewki, R. §. Porter, A. M. Atallch ond H. §. Nickolas (USA)
CALORIMETRIC STUDY OF LIQUID CRYSTALLINE BEHAVIOUR
FOR SOME 9,19-CYCLOPROPANE TETRACYCLIC TRITERPENE
PALMITATES {in English)

M. Fodor, L. Hodény, K. Pintér and K. Ritvay (Hungary)
THERMOANALYTICAL INVESTIGATION OF SOME NEW LIQUID
CRYSTALS (in German)

K. Seybold, Z. Halmos and T. Meisel (Hungary)

INVESTIGATION OF FATTY ACID SALTS OF THALLIUM (i) BY
ELECTRICAL THERMAL ANALYSIS (in English)

E. Marti, O. Heiber, A. Geoffroy and G. Tonn {Switzerland)

THE CHARACTERIZATION OF THE PURITY OF ORGANIC SUB-
STANCES WITH MEASUREMENTS OF THE HEAT OF FUSION
AND OF THE HEAT OF DISSOLUTION (in English)

G. De Maria, L. Molasping, R. Gigli ond G. Bardi (italy)

VAPOR PRESSURE AND SUBLIMATION ENTHALPY OF 9,10-
-BENZOPHENANTHRENE AND 9,10-DIHYDROANTHRACENE

(in English)

Z. Adonyi and G. Kérési {Hungary)

KINETICS OF EVAPORATION IN CASE OF QUASI-BINARY
HYDROCARBON MIXTURES OF HIGH VAPOR PRESSURE DIFFE-
RENCE (in Engiish}

K. Nikelics, J. Sztatisz ond S. Géi (Hungary)

DSC STUDIES ON SOME PHARMACEUTICAL BASIC MATERIALS
OF DIFFERENT CRYSTALLINE STRUCTURE (in German)

A. N. Pudovik, I. V. Konovalova, G. V. Remanoy, M. G. Zimin,
N. P. Anoshing and M. M, Frenke! (USSR}

DTA INVESTIGATION Of THE THERMAL TRANSITIONS OF
a-PHOSPHORYLATED CARBINOLS (in German)

SECTION 4 EARTH SCIENCES
M. Miiller-Vonmoos and R. Miiller {Switzerland)
APPLICATION OF DTA-TG-MS IN THE INVESTIGATION OF CLAYS
(in English)
P. Gadé, Mrs. I, Kenyeres, Mrs. M. Sajé and B. Seimeczi (Hungary)
THERMAL-GAS-ANALYSIS OF BAUXITES (in English)
K. Solymér, Mrs. J. Kenyeres, Mrs. Orbén-M. Kelemen and
Mys, K. Jénds (Hungary)
PHASE ANALYSIS OF Na-Al-HYDROSILICATES BY COMBINED
THERMAL, IR AND X-RAY METHODS (in English)
V. Balek (Czechoslovakia}
USE OF EMANATION THERMAL ANALYSIS FOR TESTING OF
RUTILE POWDERS (in English)
W. Smykatz-Kloss (GFR}
DTA AS A TOOL FOR THE MEASUREMENT OF DISORDER IN
KAOLINITES AND FOR THE CLASSIFICATION OF MONT-
MORILLONITES (in German)
Z. G. Szabd, Mrs. M. Gdbor, E. Kérés, L. Péppl, Miss J. Wajand
and Mrs. N, Varga (Hungary)
MULTIMETHOD APPROACH TO FOLLOW THE CHANGES IN
THE KAOLINITE STRUCTURE (in English)
E. Pekenc and J. H. Sharp (UK)
QUANTITATIVE MINERALOGICAL ANALYSIS OF ALUNITIC CLAYS
{in English}
G, Bidié (Hungary)
DIFFERENTIAL THERMAL INVESTIGATION OF DIFFERENT TYPES
OF RED CLAYS IN HUNGARY (in German)

E. T. Stepkovska (Poland)

WEIGHT LOSS IN CLAYS IN DTA AND IN OVEN HEATING

(in English)

M. Ghodsi, R. Derie and C. Calvo-Roche (Belgium)
COMPARATIVE STUDY OF THE PARTIAL REDUCTION OF THE
GOETHITE {¢-FeQOH) TO THE MAGNETTE (Fe;O;) UNDER
HYDROGEN AND CARBON MONOXIDE BY D.TA. (in French)
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J. L. Martin Vivaldi, A. Le Iglesia, M. A. Caballero

and F. Menendez (Spain)

THERMAL DECOMPOSITION OF THE VILLAMANINITE CuNiFe
(SeS),

V. Karoleva, G. Georgiev and N. Spassov (Bulgaria)
DISSOCIATION OF POTASSIUM, SODIUM AND AMMONIUM
JARQOSITES (in English}

L A, Belitsky and O. N. Nikulicheva (USSR}

DILATOMETRIC STUDY OF ZEQLITES USING DERIVATOGRAPH
T. V. Batiashvili (USSR)

COMBINED THERMOGRAPHIC STUDY OF SYNTHETIC ZEQLITES
{La, Na) X AND (La, Na) Y (in Russion)

H. Lehmann (GFR)

A CONTRIBUTION TO THE NATURE OF WATER-BINDING IN
PERLITES (in German)

E. P. Dondth (Hungary)

THERMAL ANALYSIS IN THE INVESTIGATION OF WATER-BONDS
IN NATURAL ZEQLITES (in English)

M. A. Widniowski, R. S. Wojciechowska and J. Serkies {Poland)
THERMOGRAPHIC ANALYSIS OF COPPER ORES {in English)

K. V. G. K. Gokhale and D. M. Rao (india}

THERMAL CHARACTERISTICS OF MANGANESE SILICATE
MINERALS (in English}

T. A. Korneva, T. S. Jusupov, L. G. Lukjunova and G.. M. Gusev.
(USSR}

THERMAL ANALYSIS OF MECHANICALLY. ACTIVATED BAUXITES
(in Russian)

L L. Lapides {USSR)

THE THERMAL PROPERTIES OF. LITHIUM MICAS (in English)

L. Zawislak (Poland) d
DIFFERENTIAL THERMAL ANALYSIS OF ZINC DOLOMITES

{(in German)

I. N. Lepeshkov and N. K. Semendjaeva (USSR)

THE THERMAL ANALYSIS OF NATURAL SALTS (in English)

N. G, Dave ond 1. Masood {(India}

ESTIMATIONS THROUGH CATALIZATION: THERMOGRAVIMETRIC
DETERMINATION OF DOLOMITES (in English)

R. Halle, O. Sarc-Lahodny and T. Gadesa (Yugoslavia)
CONTRIBUTION TO THE KNOWLEDGE OF QUANTITATIVE
DETERMINATION OF QUARTZ IN CLAY BY DTA METHOD

(in English)

St. Folek and K. Kowol (Poland)

A STUDY ON THE QUANTITATIVE DETERMINATION OF PHASES
‘N THE SYSTEM CaSO,-H,0

G. Giovannini and P. Sequi (ltaly)

D. T. A, IN THE CHARACTERIZATION OF IRON AND ALUMINIUM
COMPLEXES OF SOIL ORGANIC MATTER (in English)

G. Szendrei

DIFFERENTIAL  THERMOGRAVIMETRIC  DETERMINATION OF
CALCITE AND DOLOMITE IN SOILS (in English)

G. S. Mehrotra, M. Rai ard R. S. Mithai {India)

ROLE OF THERMAL AND PETROGRAPHIC STUDIES IN THE
EVALUATION OF BLACK SOILS (in English)

G. P. Petrossian, M, P. Aranbayev and F. H. Grigorian (USSR}

A COMPLEX DERIVATOGRAPHIC METHOD FOR INVESTIGATING
THE MINERALOGICAL COMPCSITION OF FINELY DISPERSED
FRACTIONS AND THE ORGANIC MATTER OF SOILS {in Russian)

SECTION 5  APPLIED SCIENCES

P. F. Levy (USA)

THERMAL ANALYSIS AS A TECHNIQUE FOR QUALITY
ASSURANCE AND PRODUCT RELIABILITY IN INDUSTRY

(in English)

E. Laine (finland)

ANALYSIS OF MULTILAYER COEXTRUSIONS AND LAMINATED
FILMS WITH DSC (in English)

D. Giron (Switzerland)

DIFFERENTIAL SCANNING CALORIMETRY, A QUICK DIFFEREN-
TIATING METHOD IN QUALITY CONTROL FOR NEW SUB-
STANCES (in French)
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G. Berggren (Sweden}

ASSESSMENT OF STORED ENERGY IN POWDERS BY DTA

{in English)

E. Klose and W. Toufar {GDR})

MEASUREMENT OF THE REACTION HEAT OF DECOMPOSITION
REACTIONS BETWEEN 300 and 1000°C {in German)

D. Dollimore and D. V. Nowell {UK)

THE USE OF DENSITY MEASUREMENTS TO FOLLOW THE
THERMAL DECOMPOSITION OF A SOLID MATERIAL {in English)
E. L. Charsley and D. E. Tolhurst (England}

THE APPUCATION OF HOT STAGE MICROSCOPY TO THE
STUDY OF PYROTECHNIC SYSTEMS (in English}

M. Murat and E. Karmozsin {France)

ISOTHERMAL CALORIMETRY APPLIED TO THE STUDY OF THE
REACTIVITY OF HEMIHYDRATE PLASTERS (in English)

G. Barone, V. Elia and E. Rizzo (italy)

MICROCALORIMETRY OF AQUEQUS SOLUTIONS OF MODEL
MOLECULES OF BIOLOGICAL INTEREST: ALKYLUREAS (in English)
F. E. Karasz, G. E. Gajnos and *J. Simon (USA, *Hungary)
ENTHALPY CHANGES OF CONFORMATIONAL TRANSITIONS IN
POLYPEPTIDES {in English)

P. A. Biacs, G. E. Veress and G. Liptay (Hungary)
THERMOANALYTICAL INVESTIGATIONS ON NATURAL WAXES
AND OTHER LIPIDS (in English)

F. R. Rittig, G. Synnatschke and W. Glickel (GFR)
DIFFERENTIAL THERMAL ANALYSIS AS A SCREENING
TECHNIQUE FOR CANDIDATE CARRIERS IN PESTICIDE
FORMULATIONS (in English)

P, Literdthy and F. Lészl6 (Hungary)
THERMOANALYTICAL MEASUREMENTS IN THE FIELD OF WATER
POLLUTION CONTROL (in English)

O. Menis, P. D. Garn and B. I. Diamondstone {USA)
THE APPLICATION OF THERMOANALYTICAL METHODS TO THE
ENVIRONMENTAL HEALTH PROBLEMS (in English)

H. W. Brouwer ond H. L. Spier {Holland)

A DTA STUDY ON NON-MISCIBILITY PHENOMENA IN AQUEOUS
BINARY AND TERNARY SODIUM SOAP SYSTEMS (in English)
J. Horak, M. Rozmarynowicz and K. Holowiecki {Poland)

USE OF THE THERMOGRAVIMETRIC ANALYSIS FOR ACTIVATED
CARBON TESTING (in German)

E. R. Saxeng, B. T. Dwarckanath, M. Aneesuddin and P. Norayana
Char {Indic)

DTA OF WATER SATURATED ACTIVE CARBONS (in £nglish)

l. M. Skowronski and K. Appeit (Poland)

THE CHANGES IN ACTIVE CARBONS CONTAINING NICKEL
AFTER ACTIVATION PROCESS BY DERIVATOGRAPHY (in English)
D. W. lohnson, Jr. and P. K. Gallagher (USA)

SOME STUDIES OF PEROVSKITE OXIDATION CATALYSTS USING
DTA (in English)

1. Heiszman, S. Békdssy and J. Petré

INVESTIGATION OF HYDROGENATION CATALYSTS BY THERMAL
DESORPTION (in English)

K. Habersberger and °E. Alsdorf {Czechosiovakia, *GDR)
THERMOANALYTICAL INVESTIGATION OF THE FORMATION OF
A CATALYST

E. Alsdorf, K.—H. Schnabel and M. Selenina (GDR)
THE APPLICATION OF DERIVATOGRAPHY FOR THE INVESTIGA-
TION OF ZEOLITHE CATALYSTS (in German)

S. Békassy, J. Petré, G. Liptay, J. Heiszmann and A. Tungler
(Hungary)

INVESTIGATION OF RANEY-TYPE NICKEL CATALYSTS BY
THERMAL METHODS (in English)

M. Malinowski and S. Krzyanowski (Poland)

APPLICATION OF THERMAL ANALYSIS FOR INVESTIGATION
OF SURFACE CATALYTIC REACTION (in English)

P. Ratnasamy, A. V., Ramaswomy, K. Banerjee and D. K. Sharma
(india)

DTA/TG INVESTIGATION OF THE ROLE OF COBALT IN HYDRO-
DESULFURIZATION CATALYSTS (in English)

"o

P. F. Nolan and D. 1. Brown {England)

MEASUREMENT OF THE CHANGES IN THERMAL PROPERTIES
AND THEIR tMPORTANCE IN INTERPRETING DATA IN THE
THERMAL DECOMPOSITION OF WOOD {in English)

D. J. Brown and P. F. Nolan (England)

THE USE OF CONTINOUS DYNAMIC GAMMA-RADIOMETRY
IN THE STUDY OF THE THERMAL DECOMPOSITION OF WOOD
(in English)

J. A. Belichmaer, V. M. lkrin and S. L. Smolyaninov (USSR)

USE OF COMBINED THERMAL ANALYSIS FOR STUDY OF
KINETICS AND THERMAL DECOMPOSITION MECHANISM- OF
PEATS (in Russian)

A. Di Lorenzo, S. Masi and D. Paparone {ltaly)
THERMOGRAVIMETRIC ANALYSIS OF SOOT SAMPLES

(in English)

S.Heilpern (Poland)

KINETIC CONSTANTS OF COAL DECOMPOSITION N THE
CARBONIZATION PROCESS (in Russian)

D. D. Rustshev and K. I. Zhetsheva-Markova {Bulgaria}

THE APPLICATION OF THE DERIVATIVE-GRAPHIC METHOD TO
DETERMINE THE INFLAMMATION TEMPERATURE OF SOLID
FUELS (in Russian)

V. N. Marinov (Bulgaria)

MECHANISM OF INTERACTION OF COAL WITH OXYGEN IN THE
RANGE 20-300°C ACCORDING TO TG AND DTA DATA

{in English)

E. P. Dick and T. E. Sergeeva {USSR)

USING OF DTA-METHOD FOR STUDYING PRYSICAL-CHEMICAL
PROPERTIES OF FUEL MINERAL COMPONENTS (in Russian)

K. Holowieczki and A. Chodynski {Poland)

RESEARCH ON GANGUES FROM COAL MINES BY DIFFERENTIAL
THERMAL ANALYSES (in Russian)

E. A. Zelenydnszki and P. K. Dévid {Hungary)

INVESTIGATION OF THE THERMAL DEGRADATION OF POLY-
MERIC INSULATORS (in English)

A. R. Westwood (UK)

THE CURE OF PHENOLIC RESINS DETERMINED BY DSC AND IR
SPECTROSCOPY (in English)

I Antal and L. Csillag {Hungary)

COMPARATIVE INVESTIGATION ON CURED EPOXY RESINS OF
GLYCIDYL ETHER AND GLYCIDYL ESTER TYPE BY DERIVATO.
GRAPH (in English}

D. Panke and W. Wunderlich (GFR)

RELAXATION PHENOMENA IN PMMA ABOVE THE GLASS
TRANSITION TEMPERATURE (in English)

G. A. Widmann (Switzerland)

ISOTHERMAL CURING REACTIONS OF AN EPOXY RESIN

{in English)

1. Lozinski and T. Piatrowski (Poland)

INFRARED METHOD OF TEMPERATURE MEASUREMENT IN
ULTRASONIC WELDING FIELD OF LINEAR POLYMERS

(in English)

2. Holly (Hungary)

DERIVATOGRAPHIC INVESTIGATIONS OF THERMAL STABILITY
OF POLYCARBONATE (in German)

3. Vaniéek (Crechosiovakia)

SOME APPLICATIONS OF DSC IN POLYESTER FIBER
PRODUCTION (in English)

L. Ligethy and G. Liptay (Hungary)

THERMAL PROPERTIES OF POLYETHYLENE APPLIED IN HIGH
VOLTAGE INSULATIONS (in English)

E. Porowska and T. Stareczek (Poland)

ON THE USE OF THERMAL ANALYSIS IN COATING FORMATION
RESEARCH (in English)

C. Cavenaghi and R, Clemente (italy)

NEW OXYGEN INDEX AND THERMOGRAVIMETRIC TESTS FOR
FIRE RETARDANT UNSATURATED POLYESTER RESINS (in English)
I. Michiik and J. Smékal {Czechosiovakia)

THERMAL ANALYSIS OF TEXTILES TREATED WITH FLAME
RETARDANTS (in English)
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I. Stamenkovi¢, M. Vlaji¢, N. Kosovac, V. Krsti¢ and F. Sigulinski
(Yugoslavia)

THE INFLUENCE OF PORE CHARACTERISTICS ON THERMAL
PROPERTIES OF HIGH POROUS OXiDE CERAMICS (in English)
S. E. Horsley, J. M. Towner and M. B. Waldron (England)
THERMAL ANALYSIS OF ACTIVE CERAMIC POWDERS (in English)
O. P. Mchedlov-Petrossyan, V. Y. Dubnitsky and V. L. Chernyavsky
(USSR)

APPLICATION OF DIFFERENTIAL THERMAL ANALYSIS TO
PREDICTION GF CEMENT MATERIALS PROPERTIES

J. Hegyi-Paké and R. Kovées (Hungory)

THE USE OF DERIVATOGRAPHIC ANALYSIS FOR THE INVES-
TIGATION OF THE HYDRATION PROCESSES OF FLY-ASH
CEMENTS (in English)

S. Suleimenov, A. Pastschenko, *R. Schrader,
K. Karibajev and D. Ibragimov {USSR, *GDR)
THERMAL ANALYSIS OF WHITE CEMENT BY MEANS OF
CHEMICAL ADDITIVES (in Russian)

L. lerejéi¢ and 1. Jelenié (Yugoslavia)

THERMAL INVESTIGATIONS OF AUTOCLAVED y-DICALCIUM
SILICATE-QUARTZ MIXTURES (in English)

H. Heegn and H.=J. Huhn (GDR)

APPLICATION OF THERMAL ANALYSIS TO MECHANICALLY
ACTIVATED LIME-SAND MIXTURES (in German)

1. Stebnicka-Kalicka (Poland)

INTERRELATION BETWEEN OCCURANCE OF SOME THERMAL
EFFECTS AND STRENGTH OF FLY-ASH-LIME BINDERS

(in Russian)

H. J. Huhn, W. Znnchen and R. Strienitz (GDR)
CHARACTERIZATION OF SILICATE BUILDING MATERIALS BY
THERMAL ANALYSIS METHODS (in German)

P. Wesolowski {Poland)

APPLICATION OF THERMIC ANALYSIS TO TESTING CORROSION
OF CONCRETE STRUCTURES (in German)

R. Tabak (Poland)

DIFFERENTIAL THERMOGRAVIMETRIC ANALYSIS iN  AUTO-
CLAVED CELLULAR CONCRETE RESEARCH (in Russian)

1. Medgyesi, M. Bozsidar and M. Marton (Hungary)
DERIVATOGRAPHIC RESULTS IN THE RESEARCH OF CONCRETE
CORROSION (in German)

K. Doering (GDR)

DIRECT-THERMOMETRIC ANALYSIS OF GLASSES-POSSIBILITIES
AND LIMITS (in German)

M. Gerchez and C. Stoicénesco {Roumania)

THE USE OF DIFFERENTIAL THERMAL ANALYSIS FOR STRUC-
TURE AND TECHNOLOGICAL DETERMINATIONS OF SINTERED
GLASSES (in English)

M. Vobofil, J. Vachuska and V. Bolek {Czechoslovakia)
SINTERING PROPERTIES OF UO,; STUDIED BY EMANATION
THERMAL ANALYSIS (in English)

G. Jitianu and M. Zaharescu {Roumania)

DTA INVESTIGATIONS ON STRUCTURAL TRANSFO™MATIONS
IN Li;O-Si0O, GLASSES (in English)

F. G. Buttler {England)

STUDIES ON THE THERMAL DECOMPOSITION OF ELECERODE
PITCH (in English)

A. Biskupski, A. Kolaczkowski and 1. Schroeder (Poland)

THE APPLICATION OF DTA AND TG TO THE ESTIMATION OF
THERMAL STABILITY OF FERTILIZERS CONTAINING AMMONIUM
NITRATE (in English)

J. Wieckowska (Polond)

PYROLYSIS OF BINDERS FROM PETROLEUM (in Russion)

J. Nagler (Poland)

KINETICS OF DEHYDRATATION OF POLYHALITE (in English)

1. Ederova (Czechoslovakia)

ACTIVATION ENERGY OF THE OXIDATION
As —Se (in German}

K. Vargha (Hungary)

MECHANISM AND KINETICS OF THE THERMAL DECOMPOSI-
TION OF BOEHMITE LAYER ON ALUMINIUM FOILS (in German)

N.  Kruglitzki,

IN THE SYSTEM
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A. Negro and *M. Murat (ltaly, *France)

DIFFERENTIAL THERMAL ANALYS!S, THERMAL EXPANSION, AND
RADIOCRYSTALLOGRAPHIC STUDY OF SOME BLASTFURNACE
SLAGS

W. Riesenkampf and W. Zabinski (Poland)

THE APPLICATION OF THERMAL ANALYSIS IN THE INVESTIGA-.
TION OF PHASE COMPOSITION OF SOME MATERIALS IN THE
HYDROMETALLURGY OF ZINC (in German)

M. Mattmiiller, M. Priifer and W. Schirmer (GDR)

A CONTRIBUTION TO THE APPLICATION OF THE D.T.A. ON THE
STUDY OF THE ANNEALING BEHAVIQOUR OF MARTENSITIC
TRASFORMED Fe ALLOYS IN THE FIRST STAGE OF TEMPERING
(in German)

L. Sors and G. Liptay {Hungary)
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